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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1990

Assay/analysis                

Channel

Gold 0.528 g/t In 1990, work included 18 separate rock saw-cut 

channel samples across the exposed outcrop and 

sampled in 1.0 metre intervals. The weighted average of 

the 103 metres of channels represented by this sampling 

is 0.528 gram per tonne gold.

Assessment Report 28961.

N
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