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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2018

Assay/analysis                

Drill Core

Silver 226 g/t

Lead 0.09 %

Zinc 0.13 %

diamond drilling yielded intercepts of 132.5 and 226.0 

grams per tonne silver, 0.65 and 0.09 per cent lead with 

0.50 and 0.13 per cent zinc over 12.5 and 29.15 metres 

(12.07 and 22.33 metres true width) in holes DV18103 

and DV18109, respectively

Turner, A.J. (2019-05-08): Technical Report and 

Mineral Resource Update for the Dolly Varden 

Property

N

DRILLHOLE

2017

Assay/analysis                

Drill Core

Silver 394.2 g/t

Lead 2.27 %

Zinc 0.46 %

a drill hole (DV17063) over 11.00 metres (7.07 metres 

true width)

Turner, A.J. (2019-05-08): Technical Report and 

Mineral Resource Update for the Dolly Varden 

Property

N

SAMPLE

1923

Assay/analysis                

Grab

Silver 411.0000 g/t

Minister of Mines Annual Report 1923, page 60.

N
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