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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

1

1991

Assay/analysis                

Rock

Copper 1.31 %

Silver 19.7 g/t

A rock sample (88001) from the Ma 1 zone.

Assessment Report 21101

N

SAMPLE

1986

Assay/analysis                

Rock

Silver 15.2 g/t Sample #2173.

Assessment Report 15574.

N

SAMPLE

1980

Assay/analysis                

Grab

Silver 2.5800 g/t

Copper 0.4600 %

Sample of stained quartz. Trace lead.

Assessment Report 8650, page 9.

N
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