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MINFILE Number: Status:Name:103P  173 BUNKER HILL Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

1969

Assay/analysis                

Chip

Gold 15.8 g/t

Silver 482 g/t

Copper 0.13 %

Lead 10.47 %

Zinc 5.0 %

Across a 17 centimetre wide vein.

Geology, Exploration and Mining in British Columbia 

1969.N

SAMPLE

1923

Assay/analysis                

Chip

Silver 240.0000 g/t

Gold 11.0000 g/t

Lead 2.0000 %

A 0.61 metre chip sample across massive sulphides.

Minister of Mines Annual Report 1923, page 57.
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