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MINFILE Number: Status:Name:103P  190 RUBY (L. 4210) Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2017

Assay/analysis                

Drill Core

Silver 244.8 g/t

Lead 0.14 %

Zinc 0.09 %

Across 13.00 metres (9.96 metres true thickness). 

Within this interval was 5.00 metres (3.83 metres true 

thickness) grading 481.9 grams per tonne silver, 0.21 

per cent lead and 0.12 per cent zinc.

Information Circular 2018-1, page 137.
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