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MINFILE  Number: Name: Status:103P  191 TORBRIT Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1959 Silver  26,457,052 

Lead  404,436 

 84,891  84,891 

1958 Silver  41,400,830 

Lead  683,492 

 123,279  123,279 

1957 Silver  52,071,585 

Lead  664,993 

 140,086  140,086 

1956 Silver  48,596,478 

Lead  476,894 

 122,154  122,154 

1955 Silver  56,594,801 

Lead  512,027 

 137,767  137,767 

1954 Silver  64,183,840 

Gold  404 

Lead  441,009 

Zinc  5,803 

 136,290  136,290 

1953 Silver  36,600,735 

Gold  404 

Lead  235,429 

Zinc  45,368 

 65,192  65,192 

1952 Silver  72,987,886 

Gold  1,182 

Lead  460,412 

Zinc  75,756 

 123,160  123,160 

1951 Silver  63,798,163 

Gold  591 

Lead  378,033 

Zinc  55,607 

 108,599  108,599 

1950 Silver  71,326,582 

Gold  684 

Lead  455,492 

Zinc  86,569 

 118,196  118,196 

1949 Silver  44,941,502 

Gold  187 

Lead  141,390 

Zinc  13,934 

 90,328  90,328 

1929 Silver  352,241 

Lead  4,129 

 48 

1928 Silver  644,299 

Lead  10,587 

 1,397  1,397 
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Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  579,955,994 grams  18,646,018 ounces

Gold  3,452 grams  111 ounces

Lead  4,868,323 kilograms  10,732,815 pounds

Zinc  283,037 kilograms  623,990 pounds

 1,251,339  1,379,365 

 1,251,387  1,379,418 

tonnes

tonnes

tons

tons

MINFILE  Number: 103P  191 Name: TORBRIT Status: Past Producer

1929 Concentrates.

Comments:
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