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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

WOLF

2019

Inferred

Silver 296.6 g/t using a 150 grams per tonne silver cut-off grade

Turner, A.J. (2019-05-08): Technical Report and 

Mineral Resource Update for the Dolly Varden 

Property

 402 

Y

kt

WOLF

2019

Inferred

Silver 230.6 g/t using a 150 grams per tonne silver cut-off grade

Turner, A.J. (2019-05-08): Technical Report and 

Mineral Resource Update for the Dolly Varden 

Property

 9,500 

Y

t

DRILLHOLE

2017

Assay/analysis                

Drill Core

Silver 269.0 g/t

Lead 0.30 %

Zinc 0.21 %

Across 16.10 metres (13.19 metres true thickness) in 

the Central zone. Drilling between the Torbrit (103P 

191) and Wolf deposits resulted in a new discovery 

(Central zone). Follow-up drilling confirmed this 

discovery, returning results of 7.15 metres (6.72 metres 

true thickness) grading 1180.7 grams per tonne silver, 

1.83 per cent lead and 0.26 per cent zinc.

Information Circular 2018-1, page 137.

N

WOLF

1971

Combined

Silver 335.6000 g/t

Lead 0.5900 %

Zinc 0.1200 %

Proven, probable and possible reserves.

Dolly Varden Mining Ltd. Annual Reports 1971, 1973.

 485,270 

Y

t
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