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Ore Zone/

Year/Report On

Tonnage/
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Comments

SAMPLE

2014

Assay/analysis                

Grab

Silver 1270 g/t

Lead 4.3 %

Copper 0.18 %

Zinc 5.2 %

a grab sample of altered vein material from the Gash 

Creek area

Higgs, A.A. (2015-05-01): Amended 2015 Technical 

Report for the Dolly Varden Property
N

SAMPLE

1970

Assay/analysis                

Chip

Gold 0.3400 g/t

Copper 0.0300 %

A 9.1 metre chip sample; trace silver and lead.

Geology, Exploration and Mining in British Columbia 

1970, page 86.N

Monday, December 29, 2025 Page 1 of 1103P  202MINFILE  Number:


