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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TOTAL

2017

Indicated

Gold 6.25 g/t

Silver 47.9 g/t

Copper 0.18 %

Mineral resource at a 2.0 grams per tonne gold 

equivalent cut-off.

Information Circular 2018-1, page 21.

 624 

Y

kt

TOTAL

2017

Inferred

Gold 4.00 g/t

Silver 90.9 g/t

Copper 0.11 %

Mineral resource at a 2.0 grams per tonne gold 

equivalent cut-off.

Information Circular 2018-1, page 21.

 7,245 

Y

kt

TOTAL

2013

Inferred

Gold 4.2 g/t

Silver 93.6 g/t

Copper 0.11 %

Global resources at the Homestake Ridge project, with 

the bulk of the mineralization in the inferred category.

Canadian Mining Journal - April 29, 2013.

 6,800 

Y

kt

MAIN

2010

Indicated

Gold 6.69 g/t

Silver 47.2 g/t

Copper 0.15 %

Calculated at a cut-off grade of 3 grams per tonne gold.

Stockwatch News Release - May 14, 2010.

 888 

Y

kt

MAIN

2010

Inferred

Gold 5.02 g/t

Silver 50.9 g/t

Copper 0.25 %

Calculated at a cut-off grade of 3 grams per tonne gold.

Stockwatch News Release - May 14, 2010.

 1,140 

Y

kt

SILVER

2010

Inferred

Gold 4.25 g/t

Silver 158.0 g/t

Copper 0.02 %

Calculated at a cut-off grade of 3 grams per tonne gold.

Stockwatch News Release - May 14, 2010.

 1,200 

Y

kt
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