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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2011

Assay/analysis                

Chip

Gold 2.12 g/t chip samples yielded up to 2.12 and 3.90 grams per 

tonne gold over 1.1 and 0.75 metres, respectively, while 

three grab samples (211805 to 211807) taken to the 

north west yielded from 7.23 to 15.31 grams per tonne 

gold

Metcalfe, P. (2013-02-28): Technical Report on the 

Georgie River Property

N

SAMPLE

1993

Assay/analysis                

Grab

Silver 6.2000 g/t

Gold 0.2900 g/t

Copper 0.1700 %

Zinc 4.1300 %

Assessment Report 23217, page 18.
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