MINFILE Inventory Detail Report

C%T{_JT_I‘LSB}IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 104A 025 Name: FITZGERALD Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Molybdenum 6.0000 % A sample, weighing several hundred kilograms (200
Assay/analysis assumed), averaged 6 per cent molybdenite.
1917 N Bulk Sample Minister of Mines Annual Report 1917, page 68.
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