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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Gold 10.7 g/t

Silver 501 g/t

Copper 2.92 %

Lead 6.81 %

Zinc 15.75 %

Maximum values returned from rock samples on the 

Independence occurrences.

Bravewolf Consulting (2020-07-17): 2020 Technical 

(NI 43-101) Report on the Independence and Slippery 

Ian Properties

N

SAMPLE

2017

Assay/analysis                

Channel

Gold 3.77 g/t

Silver 100 g/t

Copper 0.230 %

Lead 1 %

Zinc 1 %

Eleven 0.56 to 1.0 metre channel samples were collected 

and yielded from 0.022 to 3.77 grams per tonne gold, 

1.7 to greater than 100 grams per tonne silver, 0.007 to 

0.230 per cent copper, 0.02 to greater than 1.00 per 

cent lead and 0.04 to greater than 1.00 per cent zinc.

Bravewolf Consulting (2020-07-17): 2020 Technical 

(NI 43-101) Report on the Independence and Slippery 

Ian Properties

N

MAIN VEIN

1991

Inferred

Silver 240.0000 g/t Preliminary possible geological reserves grading 240 to 

343 grams per tonne silver.

Assessment Report 21950.

 177,809 

Y

t

Tuesday, October 28, 2025 Page 1 of 1104A  038MINFILE  Number:


