MINFILE Inventory Detail Report

BR ITI SH BC Geological Survey
COLUMBIA - : :
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number: 104A 061 Name: SILVER CROWN Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Gold 72/t Samples from the Baseline and Knob zones yielded
Assay/analysis Silver 4395 g/t values of up to 7.2 grams per tonne gold, 4395 grams
2012 N Rock Copper 0.15 ZA’ per tonne silver, 0.15 per cent copper, 1.81 per cent
Lead 1.81% lead and 7.21 per cent zinc.
1 0,
Zinc 121% Bravewolf Consulting (2020-07-17): 2020 Technical
(NI 43-101) Report on the Independence and Slippery
Ian Properties
VEIN Silver 262.8000 g/t Sample from northwest trending vein on the base line;
Assay/analysis Gold 0.6300 g/t across width of 0.3 metre.
: Copper 0.0400 % Assessment Report 19747
Chi p :
1989 N P Lead 13.3000 %
Zinc 0.0100 %
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