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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Gold 1.3 g/t

Silver 121 g/t

Copper 1.405 %

Lead 13.35 %

Zinc 16.35 %

Fifteen samples were collected from the M.J. 

occurrence and yielded from 0.031 to 1.3 grams per 

tonne gold, 6.3 to 121 grams per tonne silver, 0.003 to 

1.405 per cent copper, 0.013 to 13.35 per cent lead and 

0.056 to 16.35 per cent zinc.

Bravewolf Consulting (2020-07-17): 2020 Technical 

(NI 43-101) Report on the Independence and Slippery 

Ian Properties

N

VEIN

1956

Assay/analysis                

Chip

Silver 318.9000 g/t

Gold 1.0000 g/t

Copper 0.1000 %

Lead 17.0500 %

Zinc 11.7500 %

Highest assays from chip(?) samples taken from vein 

6A; across 0.76 metre.

Property File - Plumb, 1956.
N

Wednesday, February 25, 2026 Page 1 of 1104A  091MINFILE  Number:


