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MINFILE Number: Status:Name:104A  135 ROCK OF AGES Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2019

Assay/analysis                

Rock

Copper 4.91 %

Zinc 0.16 %

Silver 424 g/t

Gold 0.75 g/t

A float sample (032032) taken from the Rock of Ages 

occurrence area.

Moose Mountain Technical Services (2020-08-01): 

Summary of Exploration Work on the MC Project
N

VEIN

1979

Assay/analysis                

Chip

Silver 13.7000 g/t

Gold 2.1000 g/t

Copper 0.5200 %

Chip sample from the northwestern end of the vein 

across a width of 1.5 metres.

Assessment Report 7841.
N
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