
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104A  156 GOLDBAR NW Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

1990

Assay/analysis                

Grab

Silver 1779.4000 g/t

Bismuth 0.9100 %

Copper 1.0000 %

Molybdenum 0.0400 %

Lead 0.2100 %

Zinc 0.2200 %

Grab sample (88657) from a quartz-chlorite vein.

Assessment Report 20682.
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