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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2006

Assay/analysis                

Drill Core

Gold 3.1 g/t

Silver 26.76 g/t

Copper 0.0473 %

Lead 0.172 %

Zinc 0.958 %

4.9 metres.

Assessment Report 29203.

N

MAIN

2002

Assay/analysis                

Grab

Gold 15.74 g/t

Silver 532.1 g/t

Copper 0.29 %

Lead 0.11 %

Zinc 0.74 %

Average uncut grade of 18 higher grade samples.

Assessment Report 27028.

N
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