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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Chip

Copper 0.16 %

Silver 10.7 g/t

Gold 0.36 g/t

Highest assays from rock chip samples 430848 and 

430505 from the main exhalite.

Assessment Report 31671.
N
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