MINFILE Inventory Detail Report

C%?_.{JTT:EBPI] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number: 104B 032 Name: NEE Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
VEIN Gold 33.6 g/t Sample 1631041 from a 10 centimetre quartz vein
Assay/analysis Silver 91.3 g/t Assessment Report 36761
0,
2016 . Grab Copper 015 %
ROCK Gold 352 g/t Sample 2638969.
Assay/analysis Silver 128 g/t Assessment Report 35184
Copper 0.088 %
Grab
2014 Y Lead 26%
Zinc 0.19 %
SAMPLE Silver 143.6500 g/t Nee arsenopyrite, sample R-3034.
Assay/analysis Gold 27.3250 g/t Assessment Report 11332, part 1.
N Grab Lead 2.4000 %
1983 Zinc 0.2700 %
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