
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104B  111 PINS Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2017

Assay/analysis                

Grab

Gold 68.8 g/t

Silver 33.1 g/t

Copper 0.15 %

Sample Number 132520: bull white limonitic-stained, 

20 centimetre wide quartz vein with trace pyrite.

Assessment Report 37604
Y

PINS

2014

Assay/analysis                

Rock

Gold 0.627 g/t

Silver 184 g/t

Copper 0.99 %

Zinc 0.15 %

Float sample 1724084.

Assessment Report 35184

Y

PINS

1987

Assay/analysis                

Grab

Silver 5.0000 g/t

Gold 0.0500 g/t

Copper 0.0140 %

Lead 0.0390 %

Zinc 0.0670 %

Grab sample taken from Pins Zone.

Assessment Report 16892.

N

PINS WEST

1983

Assay/analysis                

Grab

Silver 8.4000 g/t

Gold 0.0800 g/t

Lead 1.9500 %

Zinc 2.5500 %

Sample #R-3083 from Pins West.

Assessment Report 11332, part 1.

N
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