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Ore Zone/ Tonnage/ Commodity Grade
Year/Report On Category
DRILLHOLE Copper 0.89 % From a 22.28 metre drill intercept.
P
Assay/analysis Gold 0.71 g/t Press Release, Crystal Lake Mining Corporation,
2019 N Drill Core Silver 6.65 g/t October 8, 2019.
DRILLHOLE Gold 3.09 g/t Over 5.42 metres
Assay/analysis Silver 2755 gt Assessment Report 33620.
0,
2012 N Drill Core Copper 133 %
SAMPLE Gold 3.09 g/t Weighted average of three samples over 1.2 metres.
Assay/analysis Silver 85.72 g/t Assessment Report 22377.
. Copper 4.6 %
1991 N Chip PP ’
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