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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2001

Assay/analysis                

Rock

Gold 40.45 g/t

Silver 8733 g/t

Copper 0.304 %

Lead 9.16 %

Zinc 20.60 %

A sample (51096) from the High-Grade Pit zone 

assayed 40.45 grams per tonne gold, 8733 grams per 

tonne silver, 0.304 per cent copper, 9.16 per cent lead 

and 20.60 per cent zinc over 0.17 metre

Heffernan, R.S. (2006-11-15): Summary Report on the 

Tide Project

N

SAMPLE

1984

Assay/analysis                

Grab

Silver 28.1100 g/t

Gold 19.5500 g/t Assessment Report 13072.

N
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