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D

2020

Assay/analysis                

Rock

Gold 536 g/t During 2018 through 2020, 390 samples were collected 

from the Domino zone with 59 samples yielding from 1 

to 10 grams per tonne gold and 15 samples yielding 

greater than 10 grams per tonne gold with a maximum of 

536 grams per tonne gold.

Equity Exploration Consultants Ltd. (2021-06-07): 

Technical Report on the Scottie Gold Mine Property, 

British Columbia, Canada

N

D

2020

Assay/analysis                

Drill Core

Gold 4.2 g/t Over 7.97 metres in hole SR20-37.

Equity Exploration Consultants Ltd. (2021-06-07): 

Technical Report on the Scottie Gold Mine Property, 

British Columbia, Canada
N
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