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MINFILE Number: Status:Name:104B  154 HOPE-POWER Developed Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

POWER

1988

Measured

Gold 4.1000 g/t Gold equivalent grade.

George Cross Newsletter No.102 (May 27), 1988.

 100 

Y

kt

SAMPLE

1986

Assay/analysis                

Channel

Silver 93.9200 g/t

Gold 3.8700 g/t

Lead 0.7700 %

Zinc 6.1100 %

7.0 metres
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