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Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 104B 173 Name: IRON CAP Status: Developed Prospect

Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments

TOTAL 4,599,000 kt Gold 0.38 g/t Inferred mineral resource for the KSM project (Kerr

Inferred Silver 22/t [MINFILE 104B 191], Sulphurets [MINFILE 104B

Copper 0.32% 182], Mitchell [MINFILE 104B 103] and Iron Cap
2020 Y .
Molybdenum —0.0029 % [MINFILE 104B 173]).

Threlkeld, W.E., Ghaffari, H. (2020-04-30): KSM
(Kerr-Sulphurets-Mitchell) Prefeasibility Study and
Preliminary Economic Assessment Update, NI 43-101

Technical Report
MAIN 423,000 kt Gold 0.41 g/t At 16 dollars NSR Cut-off.
Indicated Copper 0.22 % Seabridge Gold Inc., News Release, March 12, 2019
N Silver 4.6 g/t
2019 Molybdenum 0.0041 %
MAIN 1,899,000 kt Gold 0.45 g/t At 16 dollars NSR Cut-off.
Inferred Copper 0.30 % Seabridge Gold Inc., News Release, March 12, 2019
N Silver 2.6 g/t
2019 Molybdenum 0.0030 %
TOTAL 3,038,000 kt Gold 0.52 g/t Measured and indicated mineral resource for the KSM
Combined Silver 0.28 g/t project (Kerr [MINFILE 104B 191], Sulphurets
Copper 0.21% [MINFILE 104B 182], Mitchell [MINFILE 104B
2019 Y Molybd 0.0048 %
olybdenum : ° 103] and Iron Cap [MINFILE 104B 173]).

Threlkeld, W.E., Ghaffari, H. (2020-04-30): KSM
(Kerr-Sulphurets-Mitchell) Prefeasibility Study and
Preliminary Economic Assessment Update, NI 43-101
Technical Report
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