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MINFILE Number: Status:Name:104B  196 GALENA HILL Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

STOCKWORK

1982

Assay/analysis                

Drill Core

Gold 2.4000 g/t Average assay over 35 metres. Assays up to 740 grams 

per tonne gold and 1276 grams per tonne silver also 

reported.

Bridge and Melnyk, (1983): Unpublished Rpt by Esso 

Minerals Ltd.
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