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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2020

Assay/analysis                

Rock

Gold 0.08 g/t

Silver 147 g/t

Two historic samples (HS18 and C10-31-3B) from the 

Tet zone are reported to have yielded 1.22 and 1.02 

grams per tonne gold with 28726 and 37366 grams per 

tonne silver, respectively, while a sample (A0984561) 

taken in 2020 yielded 0.08 gram per tonne gold and 147 

grams per tonne silver.

Lindsay, D., Prowse, N.D. (2021-06-08): NI 43-101 

Technical Report on the Sib-Corey-North Mitchell 

Property

N

DRILLHOLE

2005

Assay/analysis                

Drill Core

Gold 99.4 g/t From a 1.5 metre drill intersection.

(Assessment Report 30131.

N
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