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Category

Commodity Grade Reference/

Comments

MAIN

2007

Assay/analysis                

Drill Core

Gold 0.575 g/t

Copper 0.134 %

Molybdenum 0.006 %

Drilling yielded intercepts including 0.448 gram per 

tonne gold, 0.132 per cent copper and 0.010 per cent 

molybdenum over 180.0 metres in hole SN07-01, 0.609 

gram per tonne gold, 0.086 per cent copper and 0.003 

per cent molybdenum over 54.9 metres in hole 

SN07-02, 0.575 gram per tonne gold, 0.134 per cent 

copper and 0.006 per cent molybdenum over 155.4 

metres in hole SN07-03 and 0.369 gram per tonne gold, 

0.171 per cent copper and 0.013 per cent molybdenum 

over 115.9 metres in hole SN07-04

Burgoyne, A.A. (2008-02-15): Technical Report on 

Iskut Gold-Copper-Molybdenum Deposit, Snip North 

Property

N

MAIN

2006

Assay/analysis                

Drill Core

Gold 2.35 g/t

Copper 0.11 %

Drilling yielded intercepts including 0.33 gram per tonne 

gold, 0.12 per cent copper and 0.008 per cent 

molybdenum over 126.5 metres in hole SN-06-02, 0.28 

gram per tonne gold, 0.10 per cent copper and 0.018 per 

cent molybdenum over 191.4 metres in hole SN-06-03 

and 0.27 gram per tonne gold with 0.08 per cent copper 

over 207.6 metres in hole SN-06-04, including 6.1 

metres grading 2.35 grams per tonne gold with 0.11 per 

cent copper

DuPre, D.G. (2007-02-27): Techincal Report on the 

Snip North Property

N

SAMPLE

1987

Assay/analysis                

Grab

Silver 2.2000 g/t

Gold 0.5300 g/t

Copper 0.0570 %

Sample 16405.

Property File:  Dandy, L., 1988.

N
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