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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1990

Assay/analysis                

Grab

Copper 0.3100 %

Gold 2.9000 g/t

Silver 1.6000 g/t

High values from 2 mineralized grab samples.  Also, 

0.98 per cent arsenic, 0.0078 per cent antimony, 0.0083 

per cent selenium.

Ray and Webster, unpublished data.
N

Saturday, January 10, 2026 Page 1 of 1104B  367MINFILE  Number:


