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SAMPLE

2020

Assay/analysis                

Rock

Gold 26.9 g/t During 2018 through 2020, 25 samples were collected 

from the Kingpin zone with seven samples yielding 1 to 

10 grams per tonne gold and two samples yielding 

greater than 10 grams per tonne with up to 26.9 grams 

per tonne gold.

Equity Exploration Consultants Ltd. (2021-06-07): 

Technical Report on the Scottie Gold Mine Property, 

British Columbia, Canada

N

SAMPLE

2002

Assay/analysis                

Grab

Copper 0.156 %

Lead 0.19 %

Zinc 0.9 %

Gold 50.5 g/t

Silver 26.0 g/t

Assessment Report 27163.

N

Friday, May 1, 2026 Page 1 of 1104B  436MINFILE  Number:


