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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2018

Assay/analysis                

Chip

Gold 30.3 g/t

Silver 135 g/t

Copper 11.5 %

two chip samples (B068304 and B068112) from a 

8-metre wide and at least 25-metre long iron carbonate 

vein located in the Ken-Glacier skarn zone assayed 30.3 

and 32.5 grams per tonne gold, 135 and 25.5 grams per 

tonne silver with 11.5 and 10.4 per cent copper over 2.0 

and 1.0 metres, respectively

Boyd, T. (2019-02-04): Independent Technical Report - 

Newmont Lake Property

N

SAMPLE

1988

Assay/analysis                

Chip

Gold 3.84 g/t

Copper 1.46 %

Silver 15.4 g/t

From a 1 metre chip sample.

Assessment Report 18506.

N

Monday, April 6, 2026 Page 1 of 1104B  438MINFILE  Number:


