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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROCK

2014

Assay/analysis                

Chip

Gold 95.1 g/t

Copper 0.228 %

Sample 2635374 taken over 0.6 metre of a strongly 

chloritic and siliceous rock with pyrite and pyrrhotite.

Assessment Report 35184
Y

SAMPLE

1990

Assay/analysis                

Chip

Gold 50.95 g/t Composite chip sample of 20 chips taken from a 3 

metre width.

Assessment Report 20459.
N
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