
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104B  577 AZURE CREEK Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1989

Assay/analysis                

Grab

Gold 1.6 g/t

Silver 266.40 g/t

Lead 1.58 %

Zinc 0.45 %

Copper 0.22 %

A grab sample (#82179) of this mineralized 

fracture/shear vein assayed 1.6 grams per tonne gold, 

266.40 grams per tonne silver, 1.58 per cent lead, 0.45 

per cent zinc and 0.22 per cent copper (Assessment 

Report 19834).
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