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Comments

ANN

2008

Assay/analysis                

Chip

Gold 3.23 g/t

Silver 161.3 g/t

Over 7.00 metres from a trench (T08-69) on the 

Annalise zone.

Christopher, P.A. (2009-08-03): Technical Report on 

the Premier Gold Project
N

DRILLHOLE

2008

Assay/analysis                

Drill Core

Gold 16.97 g/t From a 1.97 metre drill intersection on the Annalise 

zone.

Assessment Report 31000.
N

SOUTH

2008

Assay/analysis                

Chip

Gold 6.79 g/t

Silver 137.3 g/t

Sampling of trenches on the Chicago South zone yielded 

results including 6.79 and 5.89 grams per tonne gold, 

137.3 and 143.9 grams per tonne silver over 6.00 and 

4.00 metres, respectively, from trenches T08-38 and 

T08-44.

Christopher, P.A. (2009-08-03): Technical Report on 

the Premier Gold Project

N
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