BRITISH
COLUMBIA

MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number:  104B 687

Name: ZAPPA TOE

Status: Showing

Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
ROCK Gold 4.04 g/t Sample number 1284849
Assay/analysis Silver 86.5 g/t Assessment Report 37604
Copper 0.125 %
Grab
2017 Y Zinc 12.8%
ROCK Gold 0.83 g/t Sample number 1284850
Assay/analysis Silver 516 g/t Assessment Report 37604
0,
2017 v Grab Copper 0.322 %
ROCK Zinc 10.1 % Sample 1748161, taken from a 80 by 90 by 70
Assay/analysis Copper 0.159 % centimetre boulder with quartz-calcite-sulphide veining.
0,
2014 v Rock L.ead 0.165 % Assessment Report 35184
Silver 31.1 g/t
Gold 0.185 g/t
ROCK Gold 36.7 g/t Sample 1724092, chips taken of a 7 centimetre wide
Assay/analysis Silver 74.9 g/t quartz-chalcopyrite-sphalerite-galena-pyrite vein.
; Copper 0.578 % Assessment Report 35184
Chi P
2014 Y P Lead 1.92%
Zinc 7.01 %
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