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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2018

Assay/analysis                

Grab

Gold 26.6 g/t

Copper 1.39 %

Sample Y060561 is described as a sub-rounded to 

sub-angular, silicified block of medium grained intrusive 

rocks (Monzodiorite).
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