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SAMPLE

2019

Assay/analysis                

Grab

Gold 13.5 g/t

Silver 404 g/t

Five samples (409405, 409327, 409362, 409303 and 

409660) of rhyolite yielded values from 2.4 to 13.5 

grams per tonne gold and 15 to 404 grams per tonne 

silver.

SRK Consulting (Canada), Inc. (2021-05-21): 

Independent Technical Report on the Eskay Creek 

Au-Ag Project, Canada

N

Tuesday, July 15, 2025 Page 1 of 1104B  763MINFILE  Number:


