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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2006

Assay/analysis                

Chip

Copper 0.74 %

Gold 1.1 g/t

Result from resampling of old trenches and over an 

interval of 38.0 metres.

Press Release: Rimfire Minerals Corporation June 11, 

2008 (www.rimfire.bc.ca)
N

SAMPLE

1980

Assay/analysis                

Chip

Silver 1.7100 g/t

Gold 0.4100 g/t

Copper 0.3000 %

This is a weighted average of 11 chip samples with an 

average width of 5.7 metres.

Assessment Report 9041.
N
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