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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Gold 1.34 g/t

Silver 31.9 g/t

Copper 2.29 %

average of six samples taken over a strike length of 740 

metres

Pautler, J. (2019-05-31): Technical Report on the GK 

Project
N

SAMPLE

1989

Assay/analysis                

Grab

Copper 2.64 %

Silver 59.0 g/t

Gold 2.64 g/t

Assessment Report 20149.

N
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