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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Gold 126 g/t

Silver 1900 g/t

Copper 9.01 %

Zinc 0.21 %

Lead 1.56 %

Grab samples (B0020728 and B0020723) from the 

Westmore area.

Sassy Resources Corporation (2019-12-31): Amended 

Independent Technical Report - Foremore 

Au-Ag-Cu-Zn-Pb Property, British Columbia

N

SAMPLE

2019

Assay/analysis                

Chip

Gold 120 g/t

Silver 1040 g/t

Zinc 0.21 %

Lead 0.71 %

Two chip sample (B0020721 and B0020722) yielded 

120 and 81.1 grams per tonne gold, 1040 and 987 grams 

per tonne silver, 0.21 and 0.40 per cent zinc with 0.71 

and 0.83 per cent lead over 0.20 and 0.30 metre, 

respectively.

Sassy Resources Corporation (2019-12-31): Amended 

Independent Technical Report - Foremore 

Au-Ag-Cu-Zn-Pb Property, British Columbia

N
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