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SAMPLE

2019

Assay/analysis                

Grab

Gold 35.9 g/t

Copper 1.29 %

Zinc 4.31 %

Lead 9.08 %

Four select grab samples (B0020951 through 

B0020954) yielded from 2.77 to 35.9 grams per tonne 

gold, 5.2 to 14.4 grams per tonne silver, 0.30 to 1.29 per 

cent copper, 0.05 to 4.31 per cent zinc and 2.13 to 9.08 

per cent lead.

Sassy Resources Corporation (2019-12-31): Amended 

Independent Technical Report - Foremore 

Au-Ag-Cu-Zn-Pb Property, British Columbia

N

SAMPLE

2007

Assay/analysis                

Grab

Gold 13.2 g/t

Lead 1 %

Copper 0.31 %

Zinc 0.17 %

Assessment Report 29475.

N
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