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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2014

Assay/analysis                

Drill Core

Copper 0.06 %

Gold 0.19 g/t

Molybdenum 0.005 %

Hole EL14-008 over 196.5 metres.

Assessment Report 35327.

Y

DRILLHOLE

2013

Assay/analysis                

Drill Core

Copper 0.12 %

Gold 0.28 g/t

Hole EL13-004 over 91.6 metres.

Assessment Report 34277.

Y

DRILLHOLE

1980

Assay/analysis                

Drill Core

Gold 0.7900 g/t

Copper 0.2130 %

Molybdenum 0.0132 %

Best grade over 3 metres. The average is 0.02 to 0.08 

per cent copper, 0.04 to 0.16 gram per tonne gold, and 

0.001 to 0.002 per cent molybdenite.

Assessment Report 9132.
N
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