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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

2013

Assay/analysis                

Chip

Copper 0.194 %

Gold 0.26 g/t

Weighted average of samples over 4.55 metres from 

Trench 4 on Kitty (Summit B) property.

Press Release - Revolver Resources Inc., August 19, 

2013.
N

TRENCH

2013

Assay/analysis                

Grab

Gold 2.48 g/t

Silver 0.3 g/t

Trench 4 grab sample from Kitty (Summit B) trenches.

Press Release - Revolver Resources Inc., August 19, 

2013.Y

TRENCH

2013

Assay/analysis                

Chip

Gold 0.84 g/t

Copper 0.153 %

Silver 0.9 g/t

Sample from Trench 3 over 2 metres.

Press Release - Revolver Resources Inc., August 19, 

2013.N

TRENCH

2013

Assay/analysis                

Grab

Gold 13.0 g/t

Silver 17.9 g/t

Copper 0.173 %

Composite grab of scoroditic-altered material from 

Trench 9 Kitty (Summit B) showing.

Press Release - Revolver Resources Inc., August 19, 

2013.
N

SAMPLE

2010

Assay/analysis                

Chip

Copper 0.59 %

Silver 1.7 g/t

A 2-metre sample.

Assessment Report 32023.

N

SAMPLE

1991

Assay/analysis                

Chip

Copper 0.1700 % A 1.5-metre sample.

Assessment Report 21760.

N
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