
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104I  072 KUTCHO Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

PIT

2011

Assay/analysis                

Grab

Copper 1.0 %

Silver 45 g/t

Gold 4.54 g/t

A grab sample of mineralization exposed in an old pit 

assayed greater than 10,000 parts per million (ppm) 

copper, 103.1 ppm lead, 253 ppm zinc, 45 ppm silver 

and 4549.2 parts per billion gold (Table 1, sample 

11PSC-480.

Fieldwork 2011, page 94.

N

DRILLHOLE

1977

Assay/analysis                

Drill Core

Silver 3.0900 g/t

Copper 0.1100 %

Zinc 0.0600 %

From a 3-metre drill interval.

Assessment Report 6686.

N
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