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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2006

Assay/analysis                

Grab

Gold 0.79 g/t

Silver 454 g/t

Lead 5.36 %

Antimony 4.65 %

Other samples taken up to approximately 900 metres to 

the northwest of the vein

Assessment Report 28965
N

VEIN

2006

Assay/analysis                

Grab

Gold 2.75 g/t

Silver 3050 g/t

Lead 21.7 %

Antimony 7.12 %

Bismuth 0.084 %

Grab samples of mineralized vein material, from the 

southeastern end of the mineralized veined zone.

Assessment Report 28965
N

SAMPLE

2001

Assay/analysis                

Grab

Silver 1824.0000 g/t

Gold 1.1000 g/t

Antimony 0.8000 %

Lead 2.2000 %

Fieldwork 2001, page 55.

N
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