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MINFILE Number: Status:Name:104I  170 LODE Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Copper 6.12 %

Gold 0.52 g/t

Silver 39.7 g/t

Sample BLOR-2.

Assessment Report 37065.

N

SKARN

2012

Assay/analysis                

Grab

Copper 1.05 %

Gold 0.068 g/t

Silver 5.9 g/t

Sample No. 975215.

Assessment Report 33659.

Y

ROCK

2012

Assay/analysis                

Grab

Copper 13 %

Gold 1.012 g/t

Silver 0.07 g/t

Sample No. 975233.

Assessment Report 33659.

Y
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