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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

1997

Assay/analysis                

Grab

Lead 0.83 %

Zinc 2.20 %

Silver 37.6 g/t

A float sample (2717) of skarn or ferricrete 

conglomerate, located near the vein.

Assessment Report 25186.
N

FLOAT

1997

Assay/analysis                

Grab

Lead 5.82 %

Zinc 3.23 %

Silver 603 g/t

A float sample (316662) of fault material, taken 

approximately 1 kilometre to the east of the South 

zone.

Assessment Report 25186.
N

FLOAT

1997

Assay/analysis                

Grab

Lead 2.61 %

Silver 17.6 g/t

Gold 0.125 g/t

Float sample (316668) of manganese-stained granite and 

possible vein material, taken approximately 1.2 

kilometre southeast of the South zone.

Assessment Report 25186.
N

SOUTH

1997

Assay/analysis                

Chip

Zinc 1.08 %

Silver 26 g/t

A chip sample (2727) over 0.75 metre from the South 

zone.

Assessment Report 25186.
N

VEIN

1997

Assay/analysis                

Grab

Zinc 0.48 % A 0.25-metre-wide grab sample (2719).

Assessment Report 25186.

N
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