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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

2006

Assay/analysis                

Grab

Copper 5.03 %

Gold 0.54 g/t

Silver 20.7 g/t

A series of 12 mineralized grab and chip samples were 

collected from two trenches located in the west-central 

part of the Mineral Hill zone and results ranged from 

0.86 to 5.03 per cent copper, 0.06 to 0.54 gram per 

tonne gold and 5.7 to 20.7 grams per tonne silver.

Assessment Report 29276.

N

AREA

1972

Assay/analysis                

Chip

Copper 0.2000 % The majority of composite samples from a 243 by 91 

metre mineralized area analysed at least 0.2 per cent 

copper.

Assessment Report 4095, page 5.
N
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