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Ore Zone/

Year/Report On
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Commodity Grade Reference/

Comments

SAMPLE

2012

Assay/analysis                

Rock

Copper 0.253 %

Molybdenum 0.005 %

sample (966967) of the mineralized diorite

Bowen, B.K. (2013-04-30): Technical Report on the 

Galaxie ProjectN

VEIN

2012

Assay/analysis                

Rock

Gold 0.531 g/t

Silver 32.7 g/t

Copper 0.285 %

Lead 0.161 %

Zinc 6.903 %

samples (966953 and 966964) of quartz-carbonate 

veined volcanics

Bowen, B.K. (2013-04-30): Technical Report on the 

Galaxie Project
N

SAMPLE

2011

Assay/analysis                

Rock

Copper 0.134 %

Bowen, B.K. (2012-07-30): Technical Report on the 

Galaxie ProjectN
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