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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2000

Assay/analysis                

Chip

Gold 0.315 g/t

Silver 19.2 g/t

Copper 0.818 %

Over 5.25 metres, including 1.28 grams per tonne gold, 

52.8 grams per tonne silver and 0.139 per cent copper 

over 1.25 metres.

Baker, D. (2010-10-28): 2010 Technical Report on the 

Thorn Property

N

SAMPLE

1983

Assay/analysis                

Grab

Silver 7.2000 g/t

Copper 1.0000 % Assessment Report 10243.

N

DRILLHOLE

1963

Assay/analysis                

Drill Core

Copper 2.4 %

Silver 201 g/t

Gold 1.4 g/t

From a 2.4 metre drill interval obtained by Julian 

Mining about 1963 to 1965.

Assessment Report 27673.
N
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